Pace Analytical Services, LLC
1638 Roseytown Road - Suites 2,3,4

;o CEAnaMiQaI’@ Greensburg, PA 15601

www.pacalabs.com (724)850-5600

January 18, 2017

Smita Sumbaly

Weston Solutions, Inc

1090 King Georges Post Road
Edison, NJ 08837

RE: Project: Case #416
Pace Project No.: 30207556

Dear Smita Sumbaly:

Enclosed are the analytical results for sample(s) received by the laboratory on December 08, 2016.
The results relate only to the samples included in this report. Results reported herein conform to the
most current, applicable TNI/NELAC standards and the laboratory's Quality Assurance Manual,
where applicable, unless otherwise noted in the body of the report.

If you have any questions concerning this report, please feel free to contact me.

Sincerely,

(o 0. deumio

Carin Ferris
carin.ferris@pacelabs.com
Project Manager

Enclosures
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www.pacalabs.com

Project: Case #416
Pace Project No.: 30207556

Pennsylvania Certification IDs
1638 Roseytown Rd Suites 2,384, Greensburg, PA 15601
L-A-B DOD-ELAP Accreditation #: L2417
Alabama Certification #: 41590
Arizona Certification #: AZ0734
Arkansas Certification
California Cerlification #: 04222CA
Colorado Certification
Connecticut Certification #: PH-0694
Delaware Certification
Florida/TNI Certification #: E87683
Georgia Certification #: C040
Guam Certification
Hawaii Certification
Idaho Certification
lHlinois Certification
Indiana Certification
lowa Certification #: 391
Kansas/TNI Certification #: E-10358
Kentucky Certification #: 90133
Louisiana DHH/TNI Certification #: LA140008
Louisiana DEQ/TNI Certification #: 4086
Maine Certification #: PA00091
Maryland Certification #: 308
Massachusetts Certification #: M-PA1457
Michigan/PADEP Certification
Missouri Certification #: 235

CERTIFICATIONS

Montana Certification #: Cert 0082
Nebraska Certification #: NE-05-29-14
Nevada Certification #: PA014572015-1
New Hampshire/TNI Certification #: 2976
New Jersey/TNI Certification #: PA 051
New Mexico Certification #: PA01457

New York/TNI Certification #: 10888

North Carolina Certification #: 42706

North Dakota Certification #: R-190
Oregon/TNI Certification #: PA200002
Pennsylvania/TNI Certification #: 65-00282
Puerto Rico Certification #: PA01457
Rhode Island Certification #: 65-00282
South Dakota Certification

Tennessee Certification #: TN2867
Texas/TNI Certification #: T104704188-14-8
Utah/TNI Certification #: PA014572015-5
USDA Soil Permit #: P330-14-00213
Vermont Dept. of Health: 1D# VT-0282
Virgin Island/PADEP Certification
Virginia/VELAP Certification #: 460198
Washington Certification #: C868

West Virginia DEP Certification #: 143
West Virginia DHHR Certification #: 9964C
Wisconsin Certification

Wyoming Certification #: 8TMS-L

Pace Analytical Services, LLC
1638 Roseytown Road - Suites 2,3,4
Greensburg, PA 15601
(724)850-5600

REPORT OF LABORATORY ANALYSIS
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SAMPLE SUMMARY

Matrix

Date Collected

Date Received

@
__PaceAnalytical
www.pacalabs.com
Project: Case #416
Pace Project No.: 30207556
Lab ID Sample ID
30207556001 UMRO001-S001-0006-01
30207556002 UMRO001-S001-0612-01
30207556003 UMRO001-S001-0612-02
30207556004 UMRO001-S001-1218-01
30207556005 UMRO001-S001-1824-01
30207556008 UMRO001-S002-0006-01
30207556007 UMRO001-5002-0612-01
30207556008 UMRO001-5002-1218-01
30207556009 UMRO001-5002-1824-01
30207556010 UMRO001-S003-0006-01
30207556011 UMRO001-S003-0612-01
30207556012 UMRO001-S003-1218-01
30207556013 UMRO001-S003-1824-01
30207556014 UMRO001-S004-0006-01
30207556015 UMRO001-S004-0612-01
30207556016 UMRO001-S004-1218-01
30207556017 UMRO001-S004-1824-01

Solid
Solid
Solid
Solid
Solid
Solid
Solid
Solid
Solid
Solid
Solid
Solid
Solid
Solid
Solid
Solid
Solid

11/18/16 09:58
11/18/16 09:55
11/18/16 09:55
11/18/16 09:50
11/18/16 09:45
11/18/16 10:40
11/18/16 10:38
11/18/16 10:35
11/18/16 10:30
11/18/16 11:25
11/18/16 11:22
11/18/16 11:18
11/18/16 11:15
11/18/16 12:30
11/18/16 12:25
11/18/16 12:22
11/18/16 12:20

12/08/16 10:20
12/08/16 10:20
12/08/16 10:20
12/08/16 10:20
12/08/16 10:20
12/08/16 10:20
12/08/16 10:20
12/08/16 10:20
12/08/16 10:20
12/08/16 10:20
12/08/16 10:20
12/08/16 10:20
12/08/16 10:20
12/08/16 10:20
12/08/16 10:20
12/08/16 10:20
12/08/16 10:20
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Pace Analytical Services, LLC
1638 Roseytown Road - Suites 2,3,4
Greensburg, PA 15601

@
’_PaceAnalytical
www.pacalabs.com
SAMPLE ANALYTE COUNT

Project: Case #416
Pace Project No.: 30207556

Analytes
LabID Sample ID Method Analysts Reported
30207556001 UMR001-5001-0006-01 EPA 901.1 MAH 13
30207556002 UMR001-5001-0612-01 EPA 901.1 MAH 13
30207556003 UMR001-5001-0612-02 EPA 901.1 MAH 13
30207556004 UMR001-5001-1218-01 EPA 901.1 MAH 13
30207556005 UMR001-5001-1824-01 EPA 901.1 MAH 13
30207556006 UMR001-5002-0006-01 EPA 901.1 MAH 13
30207556007 UMR001-5002-0612-01 EPA 901.1 MAH 13
30207556008 UMR001-5002-1218-01 EPA 901.1 MAH 13
30207556009 UMR001-5002-1824-01 EPA 901.1 MAH 13
30207556010 UMR001-S003-0006-01 EPA 901.1 MAH 13
30207556011 UMR001-S003-0612-01 EPA 901.1 MAH 13
30207556012 UMR001-S003-1218-01 EPA 901.1 MAH 13
30207556013 UMR001-S003-1824-01 EPA 901.1 MAH 13
30207556014 UMR001-S004-0006-01 EPA 901.1 MAH 13
30207556015 UMR001-S004-0612-01 EPA 901.1 MAH 13
30207556016 UMR001-5004-1218-01 EPA 901.1 MAH 13
30207556017 UMR001-5004-1824-01 EPA 901.1 MAH 13

REPORT OF LABORATORY ANALYSIS
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¥ Pace Analytical Services, LLC
. o 1638 Roseytown Road - Suites 2,3,4
e ‘ 3,

AdC8 AnaMiGaf Greensburg, PA 15601

www.pacalabs.com (724)850-5600

PROJECT NARRATIVE

Project: Case #416
Pace Project No.: 30207556

Date: January 18, 2017

The reported results are on an "as-received” basis. Following the client's specifications, samples were analyzed directly in the
containers received. The dimensions of the sampling containers were different than those Pace uses for gamma spectroscopy
calibration purposes. The results reported should be consirued as estimated due to geometric differences between the sample
sources and Pace's 8-ounce can gamma geometry.

REPORT OF LABORATORY ANALYSIS
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Pace Analytical Services, LLC
1638 Roseytown Road - Suites 2,3,4

- CEAnaMiQaI’@ Greensburg, PA 15601

www.pacalabs.com (724)850-5600

PROJECT NARRATIVE

Project: Case #416
Pace Project No.: 30207556

Method: EPA 801.1

Description: 901.1 Gamma Spec
Client: Weston Solutions, Inc. (NJ)
Date: January 18, 2017

General Information:
17 samples were analyzed for EPA 901.1. All samples were received in acceptable condition with any exceptions noted below or on the
chain-of custody and/or the sample condition upon receipt form (SCUR) attached at the end of this report.

Hold Time:
The samples were analyzed within the method required hold times with any exceptions noted below.

Method Blank:
All analytes were below the report limit in the method blank, where applicable, with any exceptions noted below.

Laboratory Control Spike:
All laboratory control spike compounds were within QC limits with any exceptions noted below.

Matrix Spikes:
All percent recoveries and relative percent differences (RPDs) were within acceptance criteria with any exceptions noted below.

Additional Comments:

This data package has been reviewed for quality and completeness and is approved for release.

REPORT OF LABORATORY ANALYSIS

This report shall not be reproduced, except in full,
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Project:
Pace Project No.:

_PaceAnalytical”

www.pacalabs.com

ANALYTICAL RESULTS - RADIOCHEMISTRY

Pace Analytical Services, LLC
1638 Roseytown Road - Suites 2,3,4
Greensburg, PA 15601

(724)850-5600

Sample: UMR001-S002-0006-01 Lab ID: 30207556006 Collected: 11/18/16 10:40 Received: 12/08/16 10:20 Matrix: Solid

PWS: Site ID: Sample Type:

Results reported on a "wet-weight” basis

Parameters Method Act + Unc (MDC) Carr Trac Units Analyzed CAS No. Qual

Bismuth-212 EPA 9011 1.603 £ 0.616 (0.748) pCilg 01/16/17 14:46 14913-49-6
C:NATNA

Bismuth-214 EPA901.1 0.699 £ 0.147 (0.075) pCifg 01/16/17 14:46 14733-03-0
C:NATNA

Cesium-137 EPA Q011 0.009 £ 0.062 (0.066) pCilg 01/16/17 14:46 10045-97-3
C:NATNA

Lead-212 EPA901.1 1.482 £ 0.244 (0.139) pCi/g 01/16/17 14:46 15092-94-1
C:NATNA

Lead-214 EPA 901.1 0.772 £ 0.153 (0.115) pCilg 01/16/17 14:46 15067-28-4
C:NATNA

Potassium-40 EPA G011 3.859 £ 0.791 (0.255) pCilg 01/16/17 14:46 13966-00-2
C:NATNA

Protactinium-234M EPA 9011 0.000 + 1.297 (5.730) pCilg 01/16/17 14:46 15100-28-4
C:NATNA

Radium-226 EPA901.1 0.884 +1.212 (1.419) pCilg 01/16/17 14:46 13982-63-3 RA
C:NAT:NA

Radium-228 EPA Q011 1.662 £ 0.320 (0.138) pCilg 01/16/17 14:46 15262-20-1
C:NATNA

Thallium-208 EPA 9011 0.588 + 0.117 (0.057) pCilg 01/16/17 14:46 14913-50-9
C:NATNA

Thorium-228 EPA901.1 4.049 £ 4,966 (6.057) pCifg 01/16/17 14:46 14274-82-9
C:NATNA

Thorium-234 EPA Q011 0.589 + 0.817 (2.746) pCilg 01/16/17 14:46 15065-10-8
C:NATNA

Uranium-235 EPA901.1 0.173 £ 0.357 (0.419) pCi/g 01/16/17 14:46 15117-96-1
C:NATNA

Sample: UMR001-S002-0612-01 Lab ID: 30207556007 Collected: 11/18/16 10:38 Received: 12/08/16 10:20 Matrix: Solid

PWS: Site ID: Sample Type:

Resuits reported on a "wet-weight” basis

Parameters Method Act + Unc (MDC) Carr Trac Units Analyzed CAS No. Qual

Bismuth-212 EPA901.1 0.377 £ 0.910 (1.009) pCilg 01/16/17 14:47 14913-49-6
C:NAT:NA

Bismuth-214 EPA901.1 0.778 £ 0.173 (0.084) pCi/g 01/16/17 14:47 14733-03-0
C:NATNA

Cesium-137 EPA G011 -0.002 £ 0.065 (0.077) pCilg 01/16/17 14:47 10045-97-3
C:NATNA

Lead-212 EPA901.1 0.519 £ 0.117 (0.099) pCifg 01/16/17 14:47 15092-94-1
C:NATNA

Lead-214 EPA 9011 0.869 + 0.167 (0.086) pCilg 01/16/17 14:47 15067-28-4
C:NATNA

Potassium-40 EPA G011 6.992 £ 1.418 (0.450) pCilg 01/16/17 14:47 13966-00-2
C:NAT:NA

Protactinium-234M EPA 901.1 0.000 + 1.555 (9.803) pCiig 01/16/17 14:47 15100-28-4
C:NATNA

Radium-226 EPA 9011 1.857 £ 0.925 (1.008) pCilg 01/16/17 14:47 13982-63-3 RA
C:NATNA

Radium-228 EPA 9011 0.513 £ 0.238 (0.247) pCilg 01/16/17 14:47 15262-20-1
C:NATNA

Thallium-208 EPA901.1 0.193 + 0.062 (0.050) pCilg 01/16/17 14:47 14913-50-9
C:NAT:NA

REPORT OF LABORATORY ANALYSIS
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www.pacalabs.com
Project: Case #416

Pace Project No.: 30207556

ANALYTICAL RESULTS - RADIOCHEMISTRY

Pace Analytical Services, LLC
1638 Roseytown Road - Suites 2,3,4
Greensburg, PA 15601
(724)850-5600

Sample: UMR001-S002-0612-01
PWS:

Lab ID: 30207556007
Site ID:

Results reported on a "wet-weight” basis

Sample Type:

Collected: 11/18/16 10:38 Received:

12/08/16 10:20 Matrix: Solid

Parameters Method Act + Unc (MDC) Carr Trac Units Analyzed CAS No. Qual
Thorium-228 EPA 9011 2.238 £ 3.786 (4.158) pCilg 01/16/17 14:47 14274-82-9
C:NATNA
Thorium-234 EPA901.1 1.325 £ 0.862 (1.211) pCifg 01/16/17 14:47 15065-10-8
C:NATNA
Uranium-235 EPA Q011 0.053 £ 0.275 (0.346) pCilg 01/16/17 14:47 15117-96-1

C:NATNA

Sample: UMRO001-S002-1218-01
PWS:

Lab ID: 30207556008
Site ID:

Results reported on a "wet-weight” basis

Sample Type:

Collected: 11/18/16 10:35 Received:

12/08/16 10:20 Matrix: Solid

Parameters Method Act + Unc (MDC) Carr Trac Units Analyzed CAS No. Qual

Bismuth-212 EPA 9011 2.232 £0.789 (0.567) pCilg 01/16/17 15:11 14913-49-6
C:NATNA

Bismuth-214 EPA 901.1 1.227 £ 0.258 (0.139) pCilg 01/16/17 15:11  14733-03-0
C:NAT:NA

Cesium-137 EPA901.1 0.000 £ 0.005 (0.071) pCi/g 01/16/17 15:11  10045-97-3
C:NATNA

Lead-212 EPA 9011 1.428 £ 0.250 (0.171) pCilg 01/16/17 15:11  15092-94-1
C:NATNA

Lead-214 EPA901.1 1.553 £ 0.274 (0.132) pCilg 01/16/17 15:11  15067-28-4
C:NATNA

Potassium-40 EPA 901.1 8.781 £ 1.550 (0.331) pCilg 01/16/17 15:11  13966-00-2
C:NATNA

Protactinium-234M EPAS01.1 3.318 £7.463 (7.438) pCilg 01/16/17 15:11 15100-28-4
C:NAT:NA

Radium-226 EPA 901.1 2.298 £ 1.137 (1.657) pCiig 01/16/17 15:11 13982-63-3 RA
C:NATNA

Radium-228 EPA 9011 1.806 £ 0.363 (0.230) pCilg 01/16/17 15:11  15262-20-1
C:NATNA

Thallium-208 EPA 9011 0.519+£0.128 (0.084) pCilg 01/16/17 15:11 14913-50-9
C:NATNA

Thorium-228 EPA 901.1 4.853 + 3.876 (6.081) pCilg 01/16/17 15:11  14274-82-9
C:NAT:NA

Thorium-234 EPA901.1 0.000 + 1.606 (3.387) pCi/g 01/16/17 15:11  15065-10-8
C:NATNA

Uranium-235 EPA G011 0.000 £ 0.112 (0.556) pCilg 01/16/17 1511 15117-96-1

C:NATNA

Sample: UMR001-S002-1824-01
PWS:

Lab ID: 30207556009
Site ID:

Results reported on a "wet-weight” basis

Sample Type:

Collected: 11/18/16 10:30 Received:

12/08/16 10:20 Matrix: Solid

Parameters Method Act £ Unc (MDC) Carr Trac Units Analyzed CAS No. Qual
Bismuth-212 EPA 9011 1.444 +0.953 (1.024) pCilg 01/16/17 15112 14913-49-6
C:NATNA
Bismuth-214 EPA901.1 1.058 £ 0.256 (0.101) pCilg 01/16/17 15:12 14733-03-0
C:NATNA
Cesium-137 EPA 901.1 0.029 + 0.055 (0.067) pCilg 01/16/17 15:12  10045-97-3

C:NATNA

REPORT OF LABORATORY ANALYSIS
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Project:

Pace Project No.:

_PaceAnalytical”

www.pacalabs.com

ANALYTICAL RESULTS - RADIOCHEMISTRY

Pace Analytical Services, LLC
1638 Roseytown Road - Suites 2,3,4
Greensburg, PA 15601

(724)850-5600

Sample: UMR001-S002-1824-01

Lab ID: 30207556009

Collected: 11/18/16 10:30 Received:

12/08/16 10:20 Matrix: Solid

PWS: Site ID: Sample Type:
Results reported on a "wet-weight” basis
Parameters Method Act + Unc (MDC) Carr Trac Units Analyzed CAS No. Qual

Lead-212 EPA 9011 1.063 £ 0.244 (0.207) pCilg 01/16/17 15112 15092-94-1
C:NAT:NA

Lead-214 EPA901.1 1.070 £ 0.255 (0.146) pCilg 01/16/17 15112 15067-28-4
C:NAT:NA

Potassium-40 EPA901.1 16.696 £3.338 (1.302) pCifg 01/18/17 15:12  13966-00-2
C:NAT:NA

Protactinium-234M EPA901.1 0.000 +4.326 (15.570) pCiig 01/16/17 15:12  15100-28-4
C:NAT:NA

Radium-226 EPA901.1 1.737 £1.684 (1.992) pCilg 01/16/17 15:12 13982-63-3 RA
C:NAT:NA

Radium-228 EPA901.1 1.691 £ 0.495 (0.312) pCifg 01/16/17 15:12  15262-20-1
C:NAT:NA

Thallium-208 EPA901.1 0.425+0.120 (0.074) pCilg 01/16/17 15:12  14913-50-9
C:NAT:NA

Thorium-228 EPA901.1 1.083 £ 5.708 (7.298) pCilg 01/16/17 15112 14274-82-9
C:NAT:NA

Thorium-234 EPA 9011 1703 £1.433 (2.114) pCilg 01/16/17 15112 15065-10-8
C:NAT:NA

Uranium-235 EPA 9011 0.000 + 0.186 (0.736) pCilg 01/16/17 15112 15117-96-1
C:NAT:NA

Sample: UMRO001-S003-0006-01 Lab ID: 30207556010 Collected: 11/18/16 11:25 Received: 12/08/16 10:20 Matrix: Solid

PWS: Site ID: Sample Type:

Results reported on a "wet-weight” basis

Parameters Method Act = Unc (MDC) Carr Trac Units Analyzed CAS No. Qual

Bismuth-212 EPA901.1 5.637 £1.170 (0.987) pCilg 01/16/17 15:29 14913-49-6
C:NAT:NA

Bismuth-214 EPA 9011 4.309 +0.630 (0.162) pCilg 01/16/17 15:29 14733-03-0
C:NAT:NA

Cesium-137 EPA901.1 0.000 £ 0.035 (0.103) pCilg 01/16/17 15:29 10045-97-3
C:NAT:NA

Lead-212 EPA901.1 3.892 +0.564 (0.215) pCilg 01/16/17 15:29 15092-94-1
C:NAT:NA

Lead-214 EPA901.1 4.548 + 0.659 (0.230) pCilg 01/16/17 15:29 15067-28-4
C:NAT:NA

Potassium-40 EPA 9011 3.449 £ 0.861 (0.501) pCiig 01/16/17 15:29 13966-00-2
C:NAT:NA

Protactinium-234M EPA901.1 4.724 £8.376 (7.985) pCilg 01/16/17 15:29  15100-28-4
C:NAT:NA

Radium-226 EPA901.1 7.945 £ 2.863 (2.662) pCilg 01/16/17 15:20 13982-63-3 RA
C:NAT:NA

Radium-228 EPA901.1 4.487 £ 0.701 (0.241) pCifg 01/16/17 15:29 15262-20-1
C:NAT:NA

Thallium-208 EPA901.1 1.502 £ 0.243 (0.097) pCilg 01/16/17 15:29 14913-50-9
C:NAT:NA

Thorium-228 EPA 9011 0.000 + 5.509 (10.020) pCilg 01/16/17 15:29 14274-82-9
C:NAT:NA

Thorium-234 EPA901.1 6.910 £2.095 (3.631) pCilg 01/16/17 15:29 15065-10-8
C:NAT:NA

Uranium-235 EPA901.1 0.268 + 0.511 (0.829) pCilg 01/16/17 15:29 15117-96-1
C:NAT:NA

REPORT OF LABORATORY ANALYSIS
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Project:
Pace Project No.:

_PaceAnalytical”

www.pacalabs.com

ANALYTICAL RESULTS - RADIOCHEMISTRY

Pace Analytical Services, LLC
1638 Roseytown Road - Suites 2,3,4
Greensburg, PA 15601

(724)850-5600

Sample: UMR001-S003-0612-01 Lab ID: 30207556011 Collected: 11/18/16 11:22 Received: 12/08/16 10:20 Matrix: Solid

PWS: Site ID: Sample Type:

Results reported on a "wet-weight” basis

Parameters Method Act + Unc (MDC) Carr Trac Units Analyzed CAS No. Qual

Bismuth-212 EPA 9011 4.256 + 1.566 (1.205) pCilg 01/16/17 15:30 14913-49-6
C:NAT:NA

Bismuth-214 EPA901.1 1.180 £ 0.269 (0.154) pCilg 01/16/17 15:30  14733-03-0
C:NAT:NA

Cesium-137 EPA901.1 -0.022 £ 0.107 (0.122) pCifg 01/18/17 15:30  10045-97-3
C:NAT:NA

Lead-212 EPA901.1 2.872 +0.455 (0.186) pCilg 01/16/17 15:30  15092-94-1
C:NAT:NA

Lead-214 EPA901.1 1.062 £0.248 (0.172) pCilg 01/16/17 15:30 15067-28-4
C:NAT:NA

Potassium-40 EPA901.1 14.564 £2.661 (0.639) pCifg 01/16/17 15:30 13966-00-2
C:NAT:NA

Protactinium-234M EPA901.1 2.844 £8.298 (9.564) pCilg 01/16/17 15:30  15100-28-4
C:NAT:NA

Radium-226 EPA901.1 1.351 £1.810 (2.178) pCilg 01/16/17 15:30 13982-63-3 RA
C:NAT:NA

Radium-228 EPA 9011 2.906 £ 0.513 (0.157) pCilg 01/16/17 15:30 15262-20-1
C:NAT:NA

Thallium-208 EPA 9011 1.083 £ 0.226 (0.120) pCilg 01/16/17 15:30 14913-50-9
C:NAT:NA

Thorium-228 EPA901.1 4.446 + 6.244 (6.476) pCilg 01/16/17 15:30 14274-82-9
C:NAT:NA

Thorium-234 EPA 9011 0.646 £ 1.982 (2.478) pCilg 01/16/17 15:30 15065-10-8
C:NAT:NA

Uranium-235 EPA901.1 0.000 + 0.176 (0.696) pCiig 01/16/17 15:30  15117-96-1
C:NAT:NA

Sample: UMR001-S003-1218-01 Lab ID: 30207556012 Collected: 11/18/16 11:18 Received: 12/08/16 10:20 Matrix: Solid

PWS: Site ID: Sample Type:

Resuits reported on a "wet-weight” basis

Parameters Method Act + Unc (MDC) Carr Trac Units Analyzed CAS No. Qual

Bismuth-212 EPA901.1 0.238 + 1.241 (1.278) pCilg 01/17/17 08:33  14913-49-6
C:NAT:NA

Bismuth-214 EPA901.1 0.753 £ 0.172 (0.098) pCiig 01/17/17 08:33  14733-03-0
C:NAT:NA

Cesium-137 EPA 9011 0.000 £0.018 (0.074) pCiig 01/17/17 08:33  10045-97-3
C:NAT:NA

Lead-212 EPA901.1 1.117 £ 0.205 (0.141) pCilg 01/17/17 08:33  15092-94-1
C:NAT:NA

Lead-214 EPA901.1 0.710 £ 0.186 (0.149) pCilg 01/17/17 08:33  15067-28-4
C:NAT:NA

Potassium-40 EPA901.1 15.949 £2.606 (0.870) pCifg 01/17/17 08:33 13966-00-2
C:NAT:NA

Protactinium-234M EPA901.1 1.593 £7.603 (7.737) pCilg 01/17/17 08:33  15100-28-4
C:NAT:NA

Radium-226 EPA 9011 1.031 £1.325 (1.563) pCilg 01/17/17 08:33 13982-63-3 RA
C:NAT:NA

Radium-228 EPA901.1 1.340 £ 0.233 (0.184) pCilg 01/17/17 08:33  15262-20-1
C:NAT:NA

Thallium-208 EPA901.1 0.449 + 0.100 (0.051) pCilg 01/17/17 08:33  14913-50-9
C:NAT:NA

REPORT OF LABORATORY ANALYSIS

This report shall not be reproduced, except in full,
without the written consent of Pace Analytical Services, LLC.
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www.pacalabs.com
Project: Case #416

Pace Project No.:

30207556

Pace Analytical Services, LLC
1638 Roseytown Road - Suites 2,3,4
Greensburg, PA 15601
(724)850-5600

ANALYTICAL RESULTS - RADIOCHEMISTRY

Sample: UMR001-S003-1218-01 Lab ID: 30207556012 Collected: 11/18/16 11:18 Received: 12/08/16 10:20 Matrix: Solid

PWS: Site ID: Sample Type:

Results reported on a "wet-weight” basis

Parameters Method Act + Unc (MDC) Carr Trac Units Analyzed CAS No. Qual

Thorium-228 EPA901.1 0.000 + 3.947 (7.263) pCilg 01/17/17 08:33 14274-82-9
C:NATNA

Thorium-234 EPA 901.1 0.568 + 1.060 (3.150) pCilg 01/17/17 08:33  15065-10-8
C:NATNA

Uranium-235 EPA 9011 0.208 £ 0.300 (0.473) pCilg 01/17/17 08:33 15117-96-1
C:NATNA

Sample: UMR001-S003-1824-01 Lab ID: 30207556013 Collected: 11/18/16 11:15 Received: 12/08/16 10:20 Matrix: Solid

PWS: Site ID: Sample Type:

Results reported on a "wet-weight” basis

Parameters Method Act + Unc (MDC) Carr Trac Units Analyzed CAS No. Qual

Bismuth-212 EPA901.1 1.412+£1.083 (1.541) pCilg 01/17/17 08:33  14913-49-6
C:NATNA

Bismuth-214 EPA 901.1 0.858 £ 0.239 (0.144) pCiig 01/17/17 08:33 14733-03-0
C:NATNA

Cesium-137 EPA901.1 0.016 £ 0.077 (0.092) pCiig 01/17/17 08:33 10045-97-3
C:NATNA

Lead-212 EPA 9011 1.347 £0.252 (0.163) pCiig 01/17/17 08:33  15092-94-1
C:NATNA

Lead-214 EPA 901.1 0.846 £ 0.199 (0.127) pCilg 01/17/17 08:33 15067-28-4
C:NATNA

Potassium-40 EPA 901.1 18.147 £ 3.202 (0.687) pCilg 01/17/17 08:33  13966-00-2
C:NATNA

Protactinium-234M EPA G011 3.057 £ 8.919 (10.280) pCilg 01/17/17 08:33 15100-28-4
C:NATNA

Radium-226 EPA901.1 1.794 £ 1.286 (1.468) pCilg 01/17/17 08:33 13982-63-3 RA
C:NATNA

Radium-228 EPA901.1 1.313 £ 0.341 (0.267) pCilg 01/17/17 08:33 15262-20-1
C:NATNA

Thallium-208 EPA901.1 0.413 £ 0.111 (0.061) pCilg 01/17/17 08:33  14913-50-9
C:NATNA

Thorium-228 EPA 901.1 1.537 £ 4.290 (5.441) pCiig 01/17/17 08:33 14274-82-9
C:NATNA

Thorium-234 EPA901.1 0.929 £ 1.117 (2.106) pCiig 01/17/17 08:33 15065-10-8
C:NATNA

Uranium-235 EPA901.1 0.169 £ 0.394 (0.491) pCifg 01/17/17 08:33 15117-96-1
C:NATNA

Sample: UMRO001-S004-0006-01

Lab ID: 30207556014 Collected: 11/18/16 12:30 Received: 12/08/16 10:20 Matrix: Solid

PWS: Site ID: Sample Type:
Results reported on a "wet-weight” basis
Parameters Method Act £ Unc (MDC) Carr Trac Units Analyzed CAS No. Qual

Bismuth-212 EPA Q011 76.026 £10.627 (3.712) pCilg 01/17/17 08:54 14913-49-6
C:NATNA

Bismuth-214 EPA 9011 10.359 £ 1.438 (0.468) pCilg 01/17/17 08:54 14733-03-0
C:NATNA

Cesium-137 EPA901.1 0.144 £ 0.143 (0.232) pCifg 01/17/17 08:54 10045-97-3
C:NATNA

REPORT OF LABORATORY ANALYSIS

This report shall not be reproduced, except in full,

without the written consent of Pace Analytical Services, LLC. Page 14 of 23
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Project: Case #416

Pace Project No.: 30207556

ANALYTICAL RESULTS - RADIOCHEMISTRY

Pace Analytical Services, LLC
1638 Roseytown Road - Suites 2,3,4

Greensburg, PA 15601
(724)850-5600

Sample: UMR001-S004-0006-01

Lab ID: 30207556014

Collected: 11/18/16 12:30 Received:

12/08/16 10:20 Matrix: Solid

PWS: Site ID: Sample Type:
Results reported on a "wet-weight” basis
Parameters Method Act + Unc (MDC) Carr Trac Units Analyzed CAS No. Qual

Lead-212 EPA 9011 65.485 + 8.821 (0.695) pCilg 01/17/17 08:54 15092-94-1
C:NAT:NA

Lead-214 EPA901.1 11.733 £1.700 (0.681) pCilg 01/17/17 08:54 15067-28-4
C:NAT:NA

Potassium-40 EPA 9011 4.352 £ 2.477 (2.047) pCilg 01/17/17 08:54 13966-00-2
C:NAT:NA

Protactinium-234M EPA901.1 1.155 £ 23.367 (21.900) pCiig 01/17/17 08:54 15100-28-4
C:NAT:NA

Radium-226 EPA901.1 24.506 +7.448 (7.371) pCilg 01/17/17 08:54 13982-63-3 RA
C:NAT:NA

Radium-228 EPA901.1 70.194 £9.325 (0.943) pCifg 0117/17 08:54 15262-20-1
C:NAT:NA

Thallium-208 EPA901.1 23.514 £ 3.150 (0.346) pCilg 01/17/17 08:54 14913-50-9
C:NAT:NA

Thorium-228 EPA901.1 71.243 £20.778 (29.170) pCilg 01/17/17 08:54 14274-82-9
C:NAT:NA

Thorium-234 EPA 9011 6.411£7.756 (10.090) pCilg 01/17/17 08:54 15065-10-8
C:NAT:NA

Uranium-235 EPA 9011 0.156 £ 2.124 (2.441) pCilg 01/17/17 08:54 15117-96-1

C:NATNA

Sample: UMR001-S004-0612-01

Lab ID: 30207556015

Collected: 11/18/16 12:25 Received:

12/08/16 10:20 Matrix: Solid

PWS: Site ID: Sample Type:
Results reported on a "wet-weight” basis
Parameters Method Act = Unc (MDC) Carr Trac Units Analyzed CAS No. Qual

Bismuth-212 EPA901.1 93.067 £14.728 (6.195) pCilg 01/17/17 08:55 14913-49-6
C:NAT:NA

Bismuth-214 EPA 9011 10.895 £ 1.573 (0.683) pCilg 01/17/17 08:55 14733-03-0
C:NAT:NA

Cesium-137 EPA901.1 0.026 £ 0.365 (0.394) pCilg 01/17/17 08:55 10045-97-3
C:NAT:NA

Lead-212 EPA901.1 70.487 £ 9.537 (0.879) pCilg 01/17/17 08:55 15092-94-1
C:NAT:NA

Lead-214 EPA901.1 12.591 £ 1.842 (0.838) pCilg 01/17/17 08:55 15067-28-4
C:NAT:NA

Potassium-40 EPA 9011 6.97113.421 (2.973) pCiig 01/17/17 08:55 13966-00-2
C:NAT:NA

Protactinium-234M EPA901.1 23.278 +29.457 (29.600) pCilg 01/17/17 08:55 15100-28-4
C:NAT:NA

Radium-226 EPA901.1 22.077 £7.519 (8.079) pCilg 01/17/17 08:55 13982-63-3 RA
C:NAT:NA

Radium-228 EPA901.1 75.094 +£10.049 (1.240) pCifg 01/17/17 08:55 15262-20-1
C:NAT:NA

Thallium-208 EPA901.1 26.358 + 3.564 (0.470) pCilg 01/17/17 08:55 14913-50-9
C:NAT:NA

Thorium-228 EPA 9011 95.365 +20.421 (23.730) pCilg 01/17/17 08:55 14274-82-9
C:NAT:NA

Thorium-234 EPA901.1 11.963 £ 4.460 (7.463) pCilg 01/17/17 08:55 15065-10-8
C:NAT:NA

Uranium-235 EPA901.1 0.821 2,110 (2.523) pCilg 01/17/17 08:55 15117-96-1

C:NATNA

REPORT OF LABORATORY ANALYSIS

This report shall not be reproduced, except in full,
without the written consent of Pace Analytical Services, LLC.

ED_013146_00000110-00012

Page 15 0f 23



/" _PaceAnalytical”
www.pacalabs.com
Project: Case #416

Pace Project No.: 30207556

ANALYTICAL RESULTS - RADIOCHEMISTRY

Pace Analytical Services, LLC
1638 Roseytown Road - Suites 2,3,4
Greensburg, PA 15601
(724)850-5600

Sample: UMR001-S004-1218-01

Lab ID: 30207556016 Collected: 11/18/16 12:22 Received:

12/08/16 10:20 Matrix: Solid

PWS: Site ID: Sample Type:
Results reported on a "wet-weight” basis
Parameters Method Act + Unc (MDC) Carr Trac Units Analyzed CAS No. Qual

Bismuth-212 EPA Q011 190.070 + 26.990 (7.282) pCifg 01/17/17 09:21 14913-49-6
C:NAT:NA

Bismuth-214 EPA901.1 24.757 +3.477 (0.928) pCilg 01/17/17 09:21  14733-03-0
C:NAT:NA

Cesium-137 EPA 9011 0.000 £ 0.085 (0.469) pCilg 01/17/17 09:21  10045-97-3
C:NAT:NA

Lead-212 EPA 901.1 152.070 + 20.445 (1.198) pCilg 01/17/17 09:21  15092-94-1
C:NAT:NA

Lead-214 EPA 901.1 25.367 £ 3.578 (1.095) pCilg 01/17/17 09:21 15067-28-4
C:NAT:NA

Potassium-40 EPA901.1 17.430 £ 4.445 (3.097) pCilg 01/17/17 09:21  13966-00-2
C:NAT:NA

Protactinium-234M EPA901.1 6.179 + 38.441 (35.810) pCilg 01/17/17 09:21 15100-28-4
C:NAT:NA

Radium-226 EPA901.1 52.435 £ 12.670 (11.790) pCilg 01/17/17 09:21 13982-63-3 RA
C:NAT:NA

Radium-228 EPA 9011 161.650 £ 21.483 (1.585) pCilg 01/17/17 09:21 15262-20-1
C:NAT:NA

Thallium-208 EPA 9011 54,332 +7.227 (0.563) pCilg 01/17/17 09:21 14913-50-9
C:NAT:NA

Thorium-228 EPA901.1 192.710 + 38.714 (43.490) pCilg 01/17/17 09:21  14274-82-9
C:NAT:NA

Thorium-234 EPA901.1 32.813 £13.420 (20.530) pCifg 01/17/17 09:21  15065-10-8
C:NAT:NA

Uranium-235 EPA901.1 0.229 + 3.431 (3.938) pCilg 01/17/17 09:21 15117-96-1

C:NATNA

Sample: UMRO001-S004-1824-01

Lab ID: 30207556017 Collected: 11/18/16 12:20 Received:

12/08/16 10:20 Matrix: Solid

PWS: Site ID: Sample Type:
Resuits reported on a "wet-weight” basis
Parameters Method Act + Unc (MDC) Carr Trac Units Analyzed CAS No. Qual

Bismuth-212 EPA901.1 28.579 +5.341 (3.151) pCilg 01/17/17 09:22  14913-49-6
C:NAT:NA

Bismuth-214 EPA901.1 4.491 +£0.772 (0.354) pCilg 01/17/17 09:22 14733-03-0
C:NAT:NA

Cesium-137 EPA 9011 -0.045 + 0.244 (0.269) pCiig 01/17/17 09:22  10045-97-3
C:NAT:NA

Lead-212 EPA901.1 23.942 +3.296 (0.502) pCilg 01/17/17 09:22  15092-94-1
C:NAT:NA

Lead-214 EPA 901.1 4.751 £0.813 (0.448) pCilg 01/17/17 09:22  15067-28-4
C:NAT:NA

Potassium-40 EPA901.1 18.383 £3.606 (1.573) pCifg 01/17/17 09:22  13966-00-2
C:NAT:NA

Protactinium-234M EPA901.1 20.087 £17.444 (17.440) pCilg 01/17/17 09:22  15100-28-4
C:NAT:NA

Radium-226 EPA 9011 9.257 +4.416 (5.041) pCilg 01/17/17 09:22 13982-63-3 RA
C:NAT:NA

Radium-228 EPA901.1 24.468 £3.422 (0.711) pCilg 01/17/17 09:22  15262-20-1
C:NAT:NA

Thallium-208 EPA901.1 8.879 + 1.260 (0.245) pCilg 01/17/17 09:22  14913-50-9

C:NATNA

REPORT OF LABORATORY ANALYSIS

This report shall not be reproduced, except in full,
without the written consent of Pace Analytical Services, LLC.
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ANALYTICAL RESULTS - RADIOCHEMISTRY
Project: Case #416

Pace Project No.: 30207556

Pace Analytical Services, LLC
1638 Roseytown Road - Suites 2,3,4
Greensburg, PA 15601
(724)850-5600

Sample: UMR001-S004-1824-01 Lab ID: 30207556017 Collected: 11/18/16 12:20 Received: 12/08/16 10:20 Matrix: Solid

PWS: Site ID: Sample Type:

Results reported on a "wet-weight” basis

Parameters Method Act + Unc (MDC) Carr Trac Units Analyzed CAS No. Qual

Thorium-228 EPA 9011 34.626 £12.411 (17.040) pCilg 01/17/17 09:22 14274-82-9
C:NATNA

Thorium-234 EPA901.1 3.028 £ 4.951 (6.048) pCilg 01/17/17 09:22 15065-10-8
C:NATNA

Uranium-235 EPA 9011 0.000 £ 0.934 (1.736) pCilg 01/17/17 09:22 15117-96-1
C:NATNA

REPORT OF LABORATORY ANALYSIS

This report shall not be reproduced, except in full,
without the written consent of Pace Analytical Services, LLC.
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QUALITY CONTROL - RADIOCHEMISTRY
Project: Case #416

Pace Project No.: 30207556

Pace Analytical Services, LLC
1638 Roseytown Road - Suites 2,3,4

Greensburg, PA 15601
(724)850-5600

QC Batch: 246223 Analysis Method: EPA 901.1
QC Batch Method:  EPA 901.1 Analysis Description: 901.1 Gamma Spec

Associated Lab Samples: 30207556001, 30207556002, 30207556003, 30207556004, 30207556005, 30207556006, 30207556007,
30207556008, 30207556009, 30207556010, 30207556011, 30207556012, 30207556013, 30207556014,
30207556015, 30207556016, 30207556017

METHOD BLANK: 1210975 Matrix: Solid

30207556001, 30207556002, 30207556003, 30207556004, 30207556005, 30207556006, 30207556007,
30207556008, 30207556009, 30207556010, 30207556011, 30207556012, 30207556013, 30207556014,
30207556015, 30207556016, 30207556017

Associated Lab Samples:

Parameter Act & Unc (MDC) Carr Trac Units Analyzed Qualifiers
Bismuth-212 0.073 +0.837 (0.948) C:NATNA pCilg 01/16/17 13:23
Bismuth-214 0.098 +0.085 (0.138) C:NATNA pCilg 01/16/17 13:23
Cesium-137 0.000 + 0.008 (0.100) C:NATNA pCilg 01/16/17 13:23
Lead-212 0.012+0.089 (0.114) C:NATNA pCilg 01/16/17 13:23
Lead-214 0.000 +0.070 (0.165) C:NATNA pCilg 01/16/17 13:23
Potassium-40 0.141 £ 0.321 (0.578) C:NATNA pCilg 01/16/17 13:23
Protactinium-234M 0.000 +1.470 (7.512) C:NATNA pCilg 01/16/17 13:23
Radium-226 0.182 + 1.067 (1.443) C:NATNA pCilg 01/16/17 13:23 RA
Radium-228 0.000+0.116 (0.455) C:NATNA pCilg 01/16/17 13:23
Thallium-208 0.030 £+ 0.047 (0.061) C:NATNA pCilg 01/16/17 13:23
Thorium-228 0.201 +3.021 (4.205) C:NATNA pCilg 01/16/17 13:23
Thorium-234 1.138 £ 1.460 (1.878) C:NATNA pCilg 01/16/17 13:23
Uranium-235 0.029 + 0.366 (0.463) C:NATNA pCilg 01/16/17 13:23

Results presented on this page are in the units indicated by the "Units” column except where an alternate unit is presented to the right of the result.

REPORT OF LABORATORY ANALYSIS

This report shall not be reproduced, except in full,
without the written consent of Pace Analytical Services, LLC.
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Pace Analytical Services, LLC
1638 Roseytown Road - Suites 2,3,4

;o CEAnaMiQaI’@ Greensburg, PA 15601

www.pacalabs.com (724)850-5600

QUALIFIERS

Project: Case #416
Pace Project No.: 30207556

DEFINITIONS

DF - Dilution Factor, if reported, represents the factor applied to the reported data due to dilution of the sample aliquot.
ND - Not Detected at or above adjusted reporting limit.

J - Estimated concentration above the adjusted method detection limit and below the adjusted reporting limit.

MDL - Adjusted Method Detection Limit.

PQL - Practical Quantitation Limit.

RL - Reporting Limit.

S - Surrogate

1,2-Diphenylhydrazine decomposes to and cannot be separated from Azobenzene using Method 8270. The result for each analyte is
a combined concentration.

Consistent with EPA guidelines, unrounded data are displayed and have been used to calculate % recovery and RPD values.
LCS(D) - Laboratory Control Sample (Duplicate)

MS(D) - Matrix Spike (Duplicate)

DUP - Sample Duplicate

RPD - Relative Percent Difference

NC - Not Calculable.

SG - Silica Gel - Clean-Up

U - Indicates the compound was analyzed for, but not detected.

N-Nitrosodiphenylamine decomposes and cannot be separated from Diphenylamine using Method 8270. The result reported for
each analyte is a combined concentration.

Act - Activity
Unc - Uncertainty: SDWA = 1.96 sigma count uncertainty, all other matrices = Expanded Uncertainty (95% confidence interval).
Gamma Spec = Expanded Uncertainty (95.4% Confidence Interval)

(MDC) - Minimum Detectable Concentration

Trac - Tracer Recovery (%)

Carr - Carrier Recovery (%)

Pace Analytical is TNI accredited. Contact your Pace PM for the current list of accredited analytes.
TNI - The NELAC Institute.

WORKORDER QUALIFIERS

WO: 30207556

(1] The reported results are on an "as-received" basis. Following the client's specifications, samples were analyzed directly
in the containers received. The dimensions of the sampling containers were different than those Pace uses for gamma
spectroscopy calibration purposes. The results reported should be construed as estimated due to geometric differences
between the sample sources and Pace's 8-ounce can gamma geometry.

ANALYTE QUALIFIERS

RA The reported Ra-226 results were determined using a direct gamma emission (186 keV) shared by both Ra-226 and
naturally-occurring U-235. The reported Ra-226 results were determined assuming the shared energy peak is attributable
exclusively to Ra-226. Reported results for Ra-226 may be biased high if U-235 is present in the sample.

REPORT OF LABORATORY ANALYSIS

This report shall not be reproduced, except in full,
Date: 01/18/2017 04:32 PM without the written consent of Pace Analytical Services, LLC. Page 19 of 23
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Samp!e Condition Upon Receipt Pittsburgh
?a

Pa;‘ g Analyiical”

Client Name: WESton Project #

302075586

Courler: [B/Fed'Ex [ U_FSD Uspsg ‘D Cliert [3 Commercial [ Pace Other -
Tracking #: p]jw\ ?;( WZK O@H‘}D

Custody Seal on Covler/Box Prasent: @/yes 3 no Seals intact: B/;es [d no
Thermometer Used “a| Type of Ice: Blue None

Cooler Temperature Observed Temp Lz? . .eb’ C  Coraction Factor — 7, Z "€ Final Temp: f)(”‘] I
LTl P

Temnp should be above freezing to 8°C

Date and In:aa(!qj()f persorn & (ammlng

contents: 2-9~
Comments: Yes | No | N/A
Chain of Custody Present: - \/ 1.
Chain of Cusiody Filled Out: \/ 2.
Chain of Custody Relinquished: \// 3.
Sampler Name & Signature on COG: v 4
Sample Labels match coc: v 5.
-Includes dateftime/ID/Analysis Matrix: tj 1_
Samples Arrived within Hold Time: \/ 6.
Short Hold Time Analysis {<72hr remaining)- v 7.
Rush Turn Arournd Time Requesied: \/ 8
Sufficient Volume: \/ 9
Correct Containers Used: v 10,
-Pace Containers Used: Vv
Containers Intact; Ve . Cvarkiel bl on BRIV in Seun e o)
Filtered volume received for Dissolved lests \/ 12,
Al containers needing preservalion have been checked. / 13
All contaie;ers neading preservation ara found fobe in
compliance with EPA recommendation,
nifial when Dateftime of
exceplions: VOA, coliform, TOC, D&G, Phenolics - completed 'KEH’ preservation
Lot # of added
preservative
Headspace in VOA Vials { >6mm); V' |14,
7 Trip Blank Present: x/ 15.
Tiip Blank Custody Seals Present e 1LV e ] ] S
Rad Aquecus Samples Screened > 0.5 mrem/hr J g’ﬁrﬁgig@ﬂ ‘%&H’ vater | 2 - 0"’ 10
Client Motification/ Resolution:
Person Contacted: © DatefTime: Contacted By:

Comments/ Resolution: (WY )0)4(_) 17 SQP’MI{JM {C{W]V\e(j e iCEN . Traniteyeeof
Semfle_+0 ¢ A 14£U.

Mote: Whenever there is a discrepancy affecting North Carolina compliance samples, a copy of this form will be sent to the Nerth Carolina DEHNR
Certification Office ( f.e, ouf of hold, incorrect preservative, out of temp, incorrect containers)
+oM raview Is documanted electronically in LIMS, When the Project Manager closes the SRF Review schedule in LIMS. The review is in the Status section

of the Workorder Edit Screen,

JAQAQCWastenDocument Management\Sample MghSample Condition Upon Recsipt Pittsburgh (C056-2 26Jul2016)
Page 23 of 23

ED_013146_00000110-00020



